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Entwicklungs- und Priiflabor
Hoiztechnologie GmbH Durch das Deutsche Akkreditierungssystem Priifwesen (DAP)

nach DIN EN SO 17025 akkreditiertes Priflaboratorium
Zellescher Weq 24 - D-01217 Dresden Die Akkreditierung gilt fir die in der Urkunde aufgefihrten Prifverfahren
www.ihd=dresden.de (Registrier-Nr.: DAP-PL-1033.00)
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Number ST-07-01-31-4

Product: Laminate floor covering ,, Tritty 100 antistatic*

Manufacturer: Hamberger Industriewerke GmbH
Postfach 10 03 53
83003 Rosenheim

Order: Test of the electrostatic behaviour according to
IEC 61340-4-1:2003 and EN 14041:2004

Test method: Test of the surface resistance according to EN 1081:1998
and the body voltage according to EN 1815:1997
Test report: No. 276288 from 2006-11-24
Test result: The measured body voltage at 23 °C / 25 % humidity were < 2 kV.

The laminate floor covering “Tritty 100 antistatic”
fulfils the criterions for the classification as an

"Astatic Floor ASF - Class 2"
in accordance with the International Standard |IEC 61340-4-1:2003

and also as an
"Antistatic Floor Covering"
in accordance with the European Standard EN 14041:2004

Dresden, January 31%, 2007
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